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SWIFTECH COMPANY LTD.
BLOCK 6, ZHONGSHAN CIVIL

SCIENCE & TECHNOLOGY PARK,
ZHONGSHAN CITY, GUANGDONG

Report on the submitted samples said to be 9017, CASTLE BOUNCER WITH SLIDE

Style / Item No.
Sample Receiving Date

Testing Period

Test Requested

Test Method

19017
. SEP 29, 2006
: SEP 30, 2006 TO OCT 11, 2006

- Determination of DBP, BBP and DEHP contents in the submitted

samples.

. With reference to ASTM Method Designation D3421-75. Analysis was

performed by Gas Chromatography / Mass Spectrometry.

Test Results

Test ltems White PVC layer Detection Limit
Dibutyl Phthalate (DBP) N.D. 0.003%
Benzylbutyl Phthalate (BBP) N.D. 0.003%
Bis-(2-ethylhexyl) Phthalate (DEHP) 0.004% 0.003%

Note: - N.D. = Not detected (lower than detection limit)
*** End of Report ***

Signed for and on behalf of
SGS-CSTC Ltd.
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